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PVC FOAM BOARD

Testing Time : 2019.1.20

Item Thickness Size Density Weight Color
1 1mm 1220*2440mm 0.7g/cm3 2.1kg White
2 3mm 2050*3050mm 0.55g/cm3 10.29kg White
3 4mm 2050*3050mm 0.55g/cm3 13.72kg White
4 5mm 2050*3050mm 0.55g/cm3 17.19kg White




